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HANG WAI ZIPPER FACTORY LIMITED.
G/F 176 KI LUNG STREET

SHAM SHUI PO

KOWLOON

HONG KONG

The following sample was submitted and identified by the client as:

One sample of no.5 nylon zipper in black with nickel puller. (1 pc)

Country Of Origin : China

Country Of Destination 3 Europe

Sample Receiving Date e Jul 30, 2009

Test Performing Period 3 Jul 31 — Aug 07, 2009

Test Performed : Selected test(s) as requested by applicant against
specified requirement. (details please refer to result
page(s)).

Test Results : Please refer to the next page(s).

Residual samples returned to applicant

Signed for and on behalf of
SGS Hong Kong Ltd.

7

Lo Wing Man, Gloria
Senior Account Executive
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Test Results :

Performance Code C

Requirement
Zipper Strength (BS 3084-2006)
Test No.1 Puller Attachment Test
374.3 N (Puller pulled out) Min. 200N
Test No. 5¢ Reciprocating Test
Exceeds 500 cycles Min. 500 cycles
Test No.6 Lateral Strength Test
936.4N (Fabric rupture) Min. 250N

Remarks: It is noted that a specified sampling plan is laid down per BS 3084-2006. The above test
results are based on 1 submitted sample(s) provided by the applicant.

*kkkk End Of Report Fkkkk
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